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Coaxial waveguide with dielectric plate under test.



Measured frequency of resonance without plate – 224.945 MHz

Simulated  - 226.36 



Plate #1
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Eps. = 6.42

(Mykroy)



Plate #2

Eps. of plate
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Plate #3

Eps. of plate
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(second sample of AlN)



Plate #4

Eps. of plate
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